
 

 
 
 
 
 

Test Project  EZShine Tricon Pad VS 3M Trizact Pad 

Test Company 
EZshine Diamond Clean 

Technology Co., Limited 
Test Date 2022.09.16 

Test Personnel 

Planning： Roy Li 

Data Recording & Test report: 

Roy & Murphy 

Field Operation： Roy 

Test 

Location 
EZShine Factory 

Test Content 
Compare the performance (clarity, gloss) of the EZShine Tricon 

Diamond Pad and 3M™Trizact™ diamond HX disc. concrete  

Test Condition 

Test Equipment 
Klindex ROCKY 17 Basic 430mm, 

Single Disc Machine, 41KG, 155RPM 

Test Flooring Concrete Flooring 

Test Instrument Rhopoint IQ 20/60/85 Gloss Haze DOI Meter 

Test Product 
EZShine Tricon 2#，3#，4# 

3M Trizact HX Gold, Red, Blue 

Test 

Procedure 

Step 1. Apply Tricon 2# and Trizact Gold, 6 passes with water only; 

Step 2. Apply Tricon 3# and Trizact Red, 6 passes with water only; 

Step 3. Apply Tricon 4# and Trizact blue, 6 passes with water only. 

Test Data 

The results are the average clarity/gloss value recorded from 6 

random spots on the testing floor. 

 



 

 
 
 
 
 

 

Data Show as following 

Concrete Flooring 

Original Floor Condition Gloss(60°) Clarity(DOI) 

 15.5 71.5 

Product Grit Gloss(60°) Clarity(DOI) 

Tricon 2# 4.8 1.6 

Trizact Gold 9.3 6.1 

Tricon 3# 11.2 22.1 

Trizact Red 5.6 1.3 

Tricon 4# 13.5 74.6 

Trizact Blue 6 55.9 

Test 

Conclusion 

Tricon achieves 125% more gloss and 33.5% more clarity than 

Trizact HX on concrete 

 

 

 

 

 

 

 

 

 

 

 

 

 



 

 
 
 
 
 

Original Floor Condition 
 

 

 

 

 

 

 

 

 

 

 

 

 

Pad Display 

Test Equipment 

Gloss 14.0  Clarity 

66.6 

Gloss 17.7  Clarity 

71.4 



 

 
 
 
 
 

EZShine Tricon 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Gloss 4.9  Clarity 0.8 

Gloss 11.1  Clarity 18.1 

Gloss 15.4  Clarity 79.2 

Gloss 4.9  Clarity 2.4 

Gloss 11.1  Clarity 25.2 

Gloss 15.0  Clarity 74.3 



 

 
 
 
 
 

3M Trizact 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Gloss 8.5  Clarity 2.3 Gloss 10.1  Clarity 5.6 

Gloss 4.4  Clarity 0 Gloss 6.6  Clarity 2.5 

Gloss 6.0  Clarity 

57.6 

Gloss 6.4  Clarity 56.2 


